
Results 

Parameters Specification Typical Results 

APPEARANCE Clear Viscous Liquid Clear Visc. Liq 

COLOUR Pale Yellow to Amber Yellow 

VISCOSITY@100 C (ASTM D445) 100-800 CST 200 CST 

DENSITY@25C (ASTM D4052) 0.90 Typical 0.8926 

FLASH POINT (COC) C 

(ASTM D3278) 
150 min 179 C 

POUR POINT IN IOC 150 N 500 N 

0.15 -24 -21 

 


